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1.0  Description.  In addition to the cleaning requirements specified in Sec 407.4.1.1, and Sec 622.10.3.7, all dust shall be thoroughly removed from all coldmilled surfaces as specified herein. Removal of dust from coldmilled surfaces shall be done by vacuuming or other approved methods to provide a dust-free surface immediately prior to the application of tack coat. Blowing dust from the surface will not be allowed near residences or businesses and must be incompliance with all laws, regulations and ordinances.

2.0  Method of Measurement.  Measurement for removal of dust will be made to the nearest square yard for all coldmilled surfaces where dust removal is required and performed.

3.0  Basis of Payment.  Removal of dust from coldmilled surfaces will be paid for at the contract unit price under Item Number 407.9905 MISC. REMOVAL OF DUST FROM COLDMILLED SURACES. 
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